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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Violet Shi 

Approved Signatory

This report is English version of CANEC26008251706.

Client Name: WINGTAI(ZHONGSHAN)CO. LTD

Client Address: NO.46 YONGNING INDUSTRIAL ROAD XIAOLAN ZHONGSHAN

Sample Name: ALUMINUM FOIL   TAPE

Client Ref. Information: AL series tape, TAL series tape, AY series tape

The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: GZP26-009759

Sample Receiving Date: Apr 09, 2026

Testing Period: Apr 09, 2026 ~ Apr 14, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).

Test Requirement Conclusion
EU RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU 
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)

Pass
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Test Result(s): 

Test Part Description
SN ID Sample No. SGS Sample ID Description
SN1 A2 CAN26-0082517-0001.C002 Silvery single-sided adhesive tape

Remarks:
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Metallic 
material

DATA

UV-Vis

Boiling water 
extraction

Adding 1,5- 
diphenylcarba
zide for color 
development

Sample Preparation

Sample Measurement

Adding 1,5- 
diphenylcarbazide for 

color development

UV-Vis

Nonmetallic 
material
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ATTACHMENTS

PBB(s)/PBDE(s)/Phthalates Testing Flow Chart

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA
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